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MILL TEST CERTIFICATE B c\ 10204:2004 3.1

* DESCRIPTION OF GOODS :
PRIME QUALITY HOT ROLLED STEEL PROFILES AND MERCHANT BARS

AS PER QUALITY A529 GR50, ASTM A36, ACCORDING TO A6.

AS PER SALES CONTRACT NO: KH201020 01/AMF-5 DATED: 19.10.2020
HOT ROLLED STEEL C CHANNELS ACC TO ASTM A36-19
MECHA NICA L PROPERTES 880 CHEMICAL PROFERTES (LACLE)
Theoretical| Actual |
Comaner SZE LENGTH | Total YED | TBSLE |
o o QuALTY = |0 -(:)m \-(;:l T | [srenem a;n :;-;.T c% | a% x| Px | s% |oun cp;" ve | o% “u\. | v fcaan
(Nmvr) | () !
MEDU2735487 | C4X54 | ASTMA36 | 6000 [ 192 | 9,216 | 8980 | 20140521 | 347 465 34 | ok | 0,14 0,19 | 062 |0,010{0,0100,18 | 76 | 0,001 0,09 [0,070| 0,013 | 0,28
MSDU1391804 | C4X54 | ASTMA36 | 6000 | 40 1,920 | 1,880 | 20140521 347 465 34 | ok |04 0,9 062 0010)0,010|0,18 | 76 [0,001 0,09 r-J.:mf‘.';,::.? 028
emzaswr | caxai | Asae | eoo0 | 56 | 20 | 1900 | zzue7 | 3m | so4 | 3 | OK]OI6 0,20 | 0,86 [0,029|0,042[ 0,16 | 60 [0,001 0,155 |0,088| 0,028 | 0,36
MSDU1391804 Cc3ix41 ASTM A36 | 6000 112 4,098 4,000 20270147 370 504 35 oK | 0,16 | 0,20 0,86 0,029 /0,042 0,16 | 60 |0,001 | 0,159 0.035?0.325 036
esses | Caxa: | Asmace | eoeo | 12 | 40% | 3920 | z0zree | 34 | s | B [k ]0I6 025 | 0,84 [0,030]0,045| 0,13 | 70 [0,001 0,134 [0.082] 0,023 | 035 |
| shape and are fulfiled AcC. to Amencan Standard ASTM AG/AGM-19 Bending Test: quer D=2s< 180" 1
mwmwnwmwmmmmwmmw Tensle test as per ASTM A70 |
| Standard for surface: BN 10163-3:2005, Class C, Subdass 1 Chemgai test as per CEN'TR 10261
Kiled Steel, Steel by Bectric Arc Fumace CEQC+MYE+ (CreM+V)S+(N+Cu)y IS |
[FOT ROLLED STEEL ROUND BARS ACC TO ASTM A36-19 ]
b o MECHANICAL PROPERTEES BED CHEMICAL PROPERTES (LAOLE) |
| A YED | TENSLE
. SZE LENGTH Total
Contaner o [ pamy | AU | am | Aaces "'N"f," "m":' HEATNO » ::.T c% | si% [mx|Px [s% [aux «p:w ve | o% | N% | Me% [caqnl
(Nr) | (NemT) =
MEDUL773950 | ROUND12 | ASTM A3 | 6000 | 1197 | 6391 | 6360 | 20170293 | 361 w5 | 39 | ok | 0.5 | 0,18 | 0,56 [0,018]0010]039 | %0 [0,003|0,120 [0,140/ 0020 03! |
PXUISBGAI0 | ROND 12 | ASTMAZ6 | 6000 | 400 | 2,13 | 2,160 | 20170293 %1 | s | 3 | ox|o015]018] 056 00180010]039 | 90 |0,003)0,120 |0140 0,020] 031 |
FCLE9SZ518 | ROND12 | ASTMA | 6000 | 400 | 2136 | 2,080 | 20240388 354 | 497 | 35 | ok |06 018|058 0026 0031|024 100]00050,109 o101 0,009 0,30
PxaseeAl0 | ROND 12 | ASTMA3G | 6000 | 400 | 213 | 2140 | 20240388 | 354 | 47 % | oc | 0,16 | 0,18 | 0,58 |0,026]0,031 | 0,24 | 100 [0,003] 0,109 [0,102 [0.009 [ 0,30 |
Pxa566410 | ROND 12 | ASTMA36 | 6000 | 400 | 2136 | 2160 | 20240416 | 350 | 452 34 | ox | 0.5 | 017 | 057 [0,019[0,025| 022 | 80 [0,000{0,130 0,101 [0.010 0,29 |
[Fausssasis | rowo 12 | aswass [ eooo | 1200 [ 6408 | 6340 | 202i0n7 | 3% 2 | 35 | ox |04 ] 017 |00 [0022]0027] 024 | 90 |0.003[ 0143 [0,104| 0010 | 030
| reusoszsis | Rowo12 | AsTMA3s | G000 | 80 | 4272 o180 | 200021 | 38 | 489 | 3 |0k [013]017]059 0021]0029]020] 92 0,002 | 0,111 [o,100[ 0.008 | 0,27 |
[Fawssszsis | rowo12 | ASTMA | 6000 | 800 2272 | 480 | 2090022 | 352 | 1 | 35 | OK[015] 018056 |0018]0027]021 | 100 0,003 0,124 |0,093] 0,009 | 0,29 |
[ Pxumsessio | Rowo 125 | ASTMASS | 6000 | 1750 | 10410 | 10,160 | 20240123 5 | | 3 |0k | 06016 | 058 |0019]003:| 022 | 100 [0,003 | 0120 008 [0ove | 030 |
| Prussssaio | rouno 578 [Tastmass | eo00 [ se0 | 8196 | 830 | 20140273 30 | a1 | 35 | ok | 014 ] 017 [ 062 [0,010]0018022 | 80 [0,002]0,140 0,080 0,017 0,30 |
’mnmw] ROUND /8 | ASTMAZ6 | 6000 | 220 | 2049 [ 2080 | 2040275 | 350 | 4% | 36 ok | 0,14 | 018 | 0,61 [0,010[0,018 022 | 98 [0,002 0,140 [0,080{0.012| 0,29
[ Mepuss20020 | ROUND19 | ASTMASG | 6000 | 320 4262 | 4240 | 201027 | 327 | 4m [ 35 | ok | 013|019 [ 062 [0010/0,012{020 | 84 0,002 | 0,150 [0,080| 0,013 0,29
[ meourgsa6s7 | ROND19 | ASTMASG | 6000 w0 | 6393 | 6400 | 20140276 | 37 | am | 35 | OK|013]019]062]0010)00121020] 8 0,002 0,150 [0,080| 0,013/ 0,29
[Fscuserssis | rop22 | ASTMA36 | 6000 220 | 399 | 4000 | 20040279 | 326 | 480 | 38 | OK|0.13 /019|061 [0010]0,020]0.20 | 5 0,002 0,170 [0,080] 0,016 | 0,20
MEDUI952657 | ROUND22 | ASTMA36 | 6000 | 330 | 5919 | 6,000 0140279 | 325 | 40 | 38 | ok | 0413019 ] 061 [0,010[0020]020 | %4 [0.002[ 0170 |0.080] 0,016 ] 0.9
mmnm-umuuwmmmwmm Bending Test: quer D=2s< 180°
wnmmnwummmwmwmmu Tensle test as per ASTM AT
for surface: EN 10163-3:2005, Class C, Subdass 1 Chemical test as per CENTR 10261
Greel, Steel manufactured by Eledtric Arc Fumace CEQ:C+MYS+ (Cr+Mo+VYS+H{N+Cuy/ 1S
23665
i |

e >
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